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DETERMINATION OF THE TRANSMISSTON
OF CONVECTIVE HEAT —
NF EN 367 : 1993 — Classification According NF EN 407 : 1994
Test from Pr 123 of COFRAC

Test carried out at the request of ;. TRICO

Sample reference: Socks 3CO 50
Test date - 03/01/2000
Conditionning : (65 + 2) % HR - (20 4+ 2)° C - NF G 00-003

HEAT FLUX DENSITY : 78,69 kW/m?

Weight of positionninf plate : 260.8 g

TEST RESULTS
ESSAIS N° [ 2 3
Time for a temperature 8.6 8.5 8.4
risesof 127°Cs
Time for a temperature 12,9 12,4 12,1
rise ol 247 C 5

HTlj;= 9
HTly= 12

HT]:,-; - HT[H =3

Observations : The fabric chars

Results of this test report are only valid for specimens submitted to festing af ITF DR LYOM,




